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Paint Identification

Caution: Exposure to isocyanates during paint preparation and application processes can cause severe breathing problems. Read and follow all of the
instructions from the manufacturers of painting materials, equipment, and protective gear.

Important
Always refer to the GM Approved Refinish Materials book GM P/N 4901M-D. This book identifies the paint systems you may use.
The basecoat/clearcoat paint is factory applied in the following 4 layers in order to give the finish a high gloss look:

¢ A cathodic immersion primer
e A primer/surfacer

e A basecoat

o A clear top coat (clearcoat)






