
Rear Rail Sectioning (MIG-Brazing)

Underbody Rear Side Rail Reinforcement Replacement (MAG-Welding)

Underbody Rear Side Rail Reinforcement Replacement (MIG-Brazing)

Rear Floor Panel Filler Replacement (MAG-Welding)

Rear Floor Panel Filler Replacement (MIG-Brazing)

Tail Lamp Pocket Replacement (MAG-Welding)

Tail Lamp Pocket Replacement (MIG-Brazing)
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Dual Phase Steel

High Strength Low Alloy Steel

Mild Steel

Ultra High Strength Dual Phase Steel

Special Tools and Equipment
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