
TEO (EP, EPM,
TPO)

Ethylene/Propylene
(Rubber)

Air Dam, Bumper Fascia, Valance Panel
EPI, EPII, TPO, TPR

(Thermoplastic Rubber)
Flexible,

Thermoplastic

TPO Thermal Plastic Oletin Bumper Covers TPO
Flexible

Thermoplastic

TPU (TPUR) Polyurethane, Polyolefin
Bumper Fascia, Gravel Deflector, Soft

Filler Panel, Window Molding
Estane, Pellethane,

Roylar, Toxin
Flexible,

Thermoplastic

UP Polyester/Thermoset

Air Scoop, Air Spoiler, Fascia
Extension, Hood, Instrument Housing,

Rear Compartment Lid, Roof,
Ventilation Grid

Fiberglass, Premi-glass,
Selectron, SMC,

Vibrinmat

Rigid,
Thermoset

For symbols not listed in this table, contact the Society of Automotive Engineers, 400 Commonwealth Drive, Warrendale, PA
15096-0001.
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