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Specifications
Overlap/Backing Plate Sectioning (Welding)

Front Bumper Impact Bar Replacement

Headlamp Mount Panel Replacement (MAG-Welding)

Headlamp Mount Panel Replacement (MIG-Brazing)

Front End Upper Tie Bar Support Sectioning (MAG Welding)

Front End Upper Tie Bar Support Sectioning (MIG Brazing)

Front End Upper Tie Bar Replacement (MAG-Welding)

Front End Upper Tie Bar Replacement (MIG-Brazing)

Drivetrain and Front Suspension Frame Front Support Replacement (MAG-Welding)

Drivetrain and Front Suspension Frame Front Support Replacement (MIG-Brazing)

Front Wheelhouse Front Panel Replacement (MAG-Welding)

Front Wheelhouse Front Panel Replacement (MIG-Brazing)

Front Wheelhouse Panel Replacement (MAG-Welding)

Front Wheelhouse Panel Replacement (MIG-Brazing)

Front Wheelhouse Panel Rear Reinforcement Replacement (MAG-Welding)

Front Wheelhouse Panel Rear Reinforcement Replacement (MIG-Brazing)

Front Compartment Upper Side Rail Replacement (MAG-Welding)

Front Compartment Upper Side Rail Replacement (MIG-Brazing)

Front Compartment Upper Side Rail Sectioning (MAG-Welding)

Front Compartment Upper Side Rail Sectioning (MIG-Brazing)

Front Compartment Side Rail Sectioning (Long, MAG-Welding)

Front Compartment Side Rail Sectioning (Long, MIG-Brazing)

Front Compartment Side Rail Sectioning (Short, MAG-Welding)

Front Compartment Side Rail Sectioning (Short, MIG-Brazing)

Front Hinge Pillar Body Sectioning (MAG-Welding)

Front Hinge Pillar Body Sectioning (MIG-Brazing)

Body Hinge Pillar Lower Reinforcement Replacement (MAG-Welding)

Body Hinge Pillar Lower Reinforcement Replacement (MIG-Brazing)

Roof Outer Panel Replacement (MAG-Welding)

Roof Outer Panel Replacement (MIG-Brazing)

Roof Front Header Panel Replacement (MAG-Welding)

Roof Front Header Panel Replacement (MIG-Brazing)

Roof Rear Header Panel Replacement (MAG-Welding)

Roof Rear Header Panel Replacement (MIG-Brazing)

Rocker Inner Panel Replacement (MAG-Welding)

Rocker Inner Panel Replacement (MIG-Brazing)

Body Lock Pillar Outer Panel Sectioning (MAG-Welding)

Body Lock Pillar Outer Panel Sectioning (MIG-Brazing)

Body Lock Pillar Outer Panel Reinforcement Replacement (MAG-Welding)

Body Lock Pillar Outer Panel Reinforcement Replacement (MIG-Brazing)

Body Lock Pillar Inner Panel Replacement (MAG-Welding)

Body Lock Pillar Inner Panel Replacement (MIG-Brazing)

Rocker Outer Panel Sectioning (MAG-Welding)

Rocker Outer Panel Sectioning (MIG-Brazing)

Body Side Outer Panel Reinforcement Replacement (MAG-Welding)

Body Side Outer Panel Reinforcement Replacement (MIG-Brazing)

Body Side Inner Panel Sectioning (MAG-Welding)

Body Side Inner Panel Sectioning (MIG-Brazing)

Body Side Outer Lower Panel Replacement (MAG-Welding)

Body Side Outer Lower Panel Replacement (MIG-Brazing)

Rear Compartment Floor Panel Sectioning (MAG-Welding)

Rear Compartment Floor Panel Sectioning (MIG-Brazing)

Rear Wheelhouse Panel Replacement (MAG-Welding)

Rear Wheelhouse Panel Replacement (MIG-Brazing)

Quarter Outer Panel Sectioning (MAG-Welding)

Quarter Outer Panel Sectioning (MIG-Brazing)

Body Rear End Panel Replacement (MAG-Welding)

Body Rear End Panel Replacement (MIG-Brazing)

Rear Bumper Impact Bar Stud Plate Replacement (MAG-Welding)

Rear Bumper Impact Bar Stud Plate Replacement (MIG-Brazing)

Front Side Door Outer Panel Replacement (MAG-Welding)

Front Side Door Outer Panel Replacement (MIG-Brazing)

Rear Side Door Outer Panel Replacement (MAG-Welding)

Rear Side Door Outer Panel Replacement (MIG-Brazing)

Rear Rail Sectioning (MAG-Welding)
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